CERTIFICATE OF ANALYSIS
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INDEX STANDARD RESULT
Alcohelysis Degree 86.0%-90.0% 89.1%
Viscosity 40.0-50.0mpa.s 49 4
\Volatile 5% max 2.1%
Ash 0.7% max 0.38%
PH Value 5-7 5.84

CONCLUSION: COMPLY WITH THE STANDARD
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